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The stress-strain behaviour of single crystal dolomite has been determined
in uniax.ialcompression at 700 MPa
strain rate of 1“3 x
the crystallographic

10-5 s-l. six

symmetry axes

(1) 60° to c, 74° to r

(2) // c

(3) 15° to m in m zone

[4) 60° to c near f

(5) // a

(6) 45° to c in a zone

effective pressure, 20° to 800°C, and at a
orientations of the principal stress axis to
were tested as shown in Figure 1:
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Figure 1

Comparison of the resulting stress-strain curves for each orientation indicates
that dolomite is strongly anisotropic, with the strength increasing with tempe-
raturein five of the six orientations shown in Figure 1. In these five, the
principal stress difference (at 2% permanent strain) increases by a factor of

, 1.5 to 2.5 over 780°C, with minor deviations. But for orientation No. 5 the
strength decreases by a factor of 2 over the same temperature interval. These
results are il.Zustratedin abbreviated form in Figure 2. This shows, on the

● left, plots of principal stress difference versus strain for several tempera-
tures for orientation No. 5 and, on the right, tie variation of tie principal
stress difference (at 2% strain) with temperature for orientations No’s 1, 2! 3~
4, 5 & 6.In all orientations except No. 2, which favours twim”ng, the test
pieces were found to have deformed by slip. Pre-annealing of the dolomite at
500”c usually produces a decrease in the strength (compared to tie unannealed
material), by up to a factor of 2, but this effect is shown only in”the region
of 20° - 250°C.

Optical and HVEM/TEM methods have broadly confirmed the earlier findings of
Fairbairn and Hawkes (1941) and Higgs and Handin (1959) that dolomite twins on
~5(1012) and slips on~~ (0001). Our results for orientations No’s 1 and 4
confirm the increase in strengti with t perature up to 500°C for ~ slip as
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(1959). ~wevert Our data also Shm an increase in
strength with temperature for $ twinning# which is strongly favored in orierzta-
tion No. 2.

We have additionally found that slip on ~ is an important mechanism at
> 3000C and that slip on ~ ~ (1014) occurs at high temperatures (~ 600”C), al-

though it is never dominant. Twinning does not occur below Q 300”C, and it dies

out above 600°C. The senses of ~ slip _md ~ twi_ming are opposite, tie former
being in the positive sense in the [02~1] or [2201] directions and the latter
3eing in the negative sense in the [10111 direction.

Optical analysis shows that in those orientations conducive to ~ transla-
tion, basal deformation bands develop_at low temperature. These bands contain
mainly open fractures parallel to (1010). At higher temperature (400-600”C)
diffuse prismatic kinkbands develop. Specimens with a high resolved shear
stress on ~ develop narrow (< .002 mm) twins which are generally less than 1 mm

long and terminate within the crystal. Particularly at high temperature ~ crack-
ing becomes very pronounced.

+ With TEM we can document in the mid-temperature range (400-500°C) that the
dislocation behaviour on the ~ and ~ planes is somewhat similar (which incident-
ally means that we must seek a wider explanation for the opposite temperature

. dependence of strength V. temperature in specimens oriented to favour ~ and
~ slip): large numbers of pairs of partial dislocations are formed and many be-
come widely separated, creating long ribbons of stacking faults. Aggregates of
point defects collect where partials are temporarily arrested, ~king subse-
quent motion difficult (which probably accmmts for the long stacking faults).
The mo~el which we favour for ~ partial dislocation (with Bur9ers vector
l/6[0221J) suggests that their passage creates disorder in the carbonate groups
which is not restored by the traversal of the tiailing partial. This model is
supported by strong residual contrast from acti~e ~ slip planes. The passage of
partial dislocations (with Burgers vector 1/3<1200>) on tie basal Planes does
not seem to induce permanent disorder.
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!h’inninqon < is operati[’eover a similar tc=perature range to the
appearance of stacking faults, in general agreem-emt with the amnmon correlation
of twinning with stacking fault energy in ordered com~unds. Although twins in
dolomite can occur without the creation of larye numbers of associated disloca-
tions (as usually occurs in calcite), specimens compressed in orientation No.
2, which favours twinning, nevertheless exhibit mnsiderable awunts of slip.
Low temperature tests produce heterogeneous basal slip and cracking, mid-temp-
erature tests give rise to profuse twinning (usually on all three ~ systems)
and basal slip, and tests above 500°C exhibit complex slip behaviour, minor
twinning and increasing evidence of climb with temperature.

Specimens which were tested in orientation No. 1 show marked changes in
deformation mechanisms as test temperature is increased. At low temperatures
heavy slip bands are separated by undeformed layers of crystal, but there is
much transverse cleavage and fracture. At ~ 200°C, cracking is much reduced
and basal slip is usually homogeneous and pervasive. At ~ 200°Ct minor f
slip occurs additionally and at ~ 400°C basal stacking faults occur. At Q 500°c
cross-slip between ~ and

5
commonly occurs to overcome obstacles and disloca-

tion tangles which arise rom the interference of dislocations gliding on ,
and occasionally ~.

fc
Interactions also generate increasing densities of sma 1

loops and otier debris in the slip planes as the testing temperature rises
above 400°C. Evidence of climb can be seen at temperatures Q 600”C, and al-
though it= effects are more pronounced at 700°C and 800”C, the dislocation den-
sities remain very high, in acmrd with the high strengths and work-hardening
exhibited in the tests.

Specimens in orientation No. 4 exhibit a more simple behaviour than those
in orientation No. 1. In the former, the resolved shear stress on the basal
planes remains high compared with.No. 1, while the resolved shear stresses on
other possible slip systems are much lower than in orientation No. 1. In ac-
cordance with these facts, HK%M examination has shown that ~ slip is the pre-
dominant mechanism in orientation No..4 up to 700”C, when the effects of climb
become important.

Orientation No. 5 has the effect of applying large and equal shear stresses
on two se- of ~ planes in <U2~l> directions. fiVEM FAas shown that throughout
the range of testing temperatures in these spcimens, one of the ~ slip systems
has been strongly activated while the other is subordinate. This specimen orien-
tation is the one which shows a reduction in strength versus temperature (Fig-
ure 2), so that the effect is undoubtedly associated with ~ slip. Climb effects
again become very obvious at 700”C.

Fairbairn~ H.W- and Hawkes~ H.E. (1941) Am. J. Sci. 239, 617-632.

Higgs, D.V. and iiandin,J. (1959) Bull. Geol. Sot. Am. 70, 245.—

NOTICE

“work performed under the auspices of the
U.S. Department of Energy by the Lawrence
Livermore Laboratory under contract number
W’-7405-ENG48, ”

This report was prepared as an account of work sponsored by the IJnited
States Government. Neither the United States nor the U,lited States
Department of Energy, nor any of their employees, nor any of their
contractors, subcontractors, or their employees, makes anY warranty,
express or implied, or assumes any legal liability or responsibility for the
accuracy, completeness or usefulness of any information, apparatus,
product or process disclosed, or represents that its use would not infringe
privately-owned rights.

Reference to a company or product name does not imply approval or
recommendation of theproduct bythe University of California orthe U.S.
Department of Energy to the exclusion of others that maybe suitable.

-3-


